Test Report

Report No :BSTDGI1511671791RR-4 Date: Nov. 30, 2015 Page 1 of 16
Applicant : SKYFINE INC.LIMITED
Address : Flat M, 23/F, Block 2, Goldfield Industrial Building,

144-150 Tai Lin Pai Road, Kwai Chung, NT. Hong Kong

The following sample(s) was /were submitted and identified on behalf of the clients as :

Sample Name : BREATH ALCOHOL TESTER

Trade Name : AlcoREAL

Sample Model : AT602, TM-1000

Sample Received Date : Nov. 26, 2015

Testing Period : Nov. 26, 2015 To Nov. 30, 2015

Test Requested 1. As specified by client, to screen Lead(Pb), Cadmium(Cd), Mercury(Hg).

Chromium(Cr) and Bromine(Br) in the submitted sample(s) by XRF.

2. As specified by client, when screening results exceed the XRF screening
limit in IEC 62321-3-1:2013 Edition 1.0, further use of wet chemical
methods are required to test Lead(Pb), Cadmium(Cd), Mercury(Hg).
Hexavalent Chromium(Cr(VI)), Polybrominated Biphenyls(PBBs),
Polybrominated Diphenyl Ethers(PBDEs) 1n the submitted sample(s).

Test Method : Please refer to next page(s).
Test Result : Please refer to next page(s).
Conclusion : The test results comply with the limits of RoHS 2.0 Directive 2011/65/EU .

Signed for and on behalf of

Andy Zheng/ Technical Director

This report shall not be altered.increased or deleted. The results shown in this test report refer only to the sample(s) tested. Without written approval of BST. this test
report shall not be copied except in full and published as advertisement. BST Physical & Chemical Lab.
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